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Section 1: Project Summary 

Overview of Project 

Abstract: 

Anti-corrosion coatings have been well studied as physical barriers for corrosible 
materials. However, less work has been done to understand how the electronic structure 

of an anti-corrosion coatings can be designed to limit the electrochemical reaction rates 

of processes that drive corrosion, e.g. the oxygen reduction reaction (ORR). To this end, 
we have used reactive forcefields and first principles quantum chemistry to model 

electrocatalysis on amorphous Ti02 surfaces, an inexpensive and non-toxic coatings 
material. We report how surface models were obtained as well as feasible reaction 
pathways predicted using quantum chemistry. We then will show how metal dopants 
affect ORR reaction energies in order to better hinder ORR kinetics. 

Objective: 

The goal of this project is to determine the effect of dopant elements on the kinetics of 

oxygen reduction reaction catalyzed on titanium oxide in order to develop new 
approaches for controlling galvanic corrosion between fastener and structural aircraft 

alloys. 



Introduction: 

Galvanic corrosion generally refers to the corrosion damage that occurs when two 
dissimilar metals are electrically connected in the presence of a corrosive electrolyte. 
The corrosive electrolytes of interest to this program are aqueous in nature ; that is, water 

acts as the solvent for various ionic and gaseous constituents. The ionic components of 
the electrolyte are commonly the result of various kinds of salt dissolution while the 

gaseous constituents diffuse in at the electrolyte-atmosphere boundary. 

We can differentiate between bulk, i.e. high volume, and atmospheric, i.e. low volume, 
electrolytes in terms of the behavior of the ionic and gas components. In bulk 
electrolytes, the ionic concentration remains essentially unchanged regardless of the 

corrosion reactions occurring at the metal-electrolyte interface. The gas concentration, 
however, can be depleted at the metal-electrolyte interface because the electrolyte­

atmosphere boundary is far from the reacting interface and diffusion transport across long 

distances is slow. In atmospheric electrolytes, the ionic population is considered finite 

and consumption of anions in reactions with metal cations can deplete the electrolyte. 
However, in the atmospheric electrolyte, the electrolyte-atmosphere boundary is close to 

the metal-electrolyte boundary so diffusion can, for example, resupply gas constituents 

consumed in reduction reactions. 

Aqueous corrosion, both in bulk and atmospheric electrolytes, requires a coupled 
oxidation-reduction reaction, which may occur on neighboring regions on the same 
surface, an electronic conduction path, and the aforementioned water-based electrolyte 
for ionic transport between the reaction sites. In the case of galvanic corrosion, the sites 

for metal oxidation and oxygen reduction may be located on the different materials of the 

galvanic couple; thereby requiring the establishment of an electron conduction path that 

extends: 

From the oxidation site 

Through the bulk of the active metal or alloy 

Across the galvanic junction 
Through the bulk of the noble metal or alloy 
Across the noble metal oxide 

To the reduction reaction site 

For this study, the protective oxide that forms on titanium is of interest because it is 

thermodynamically stable up to +1.5 VsHE (+1.25 YscE) at pH 12 and, for the alkaline 

conditions expected to obtain when acting as the noble material in a galvanic couple, the 
electrochemical properties of the oxide dominate the metal's cathodic behavior. Within 



an alkaline environment, we expect the following reduction reactions to be catalyzed on 

the oxide: 

Table 1. Reactions, pH ranges, and potential ranges for the reduction reactions of 
interest for the electrolytes considered in this report. 

Reaction 
02 + 2H20 + 4e- H 40H-
2H20 + ze- H Hz+ 20H-

pH range 
7-14 
7-14 

Potential range (V sHE) 
+0.820- +0.401 
-0.413 - -0.828 

In the case of electrolytes that arise from atmospheric processes, the electrolyte is usually 
aqueous, thin, and may be localized on the surface, such as in the form of a droplet. 
Chemistries and pH in the electrolyte can vary greatly and the oxygen content of the 

electrolytes can be high. The discrete nature of the atmospheric electrolyte makes 
cathodic protection difficult and galvanic corrosion damage under these conditions can be 

difficult to detect. Figure 1 illustrates the components and processes of atmospheric 

galvanic corrosion. 

Noble metal 
fastener 

Figure 1. Illustration of galvanic corrosion in an atmospheric environment. The junction 
of the two plates of metal 1 with a noble metal fastener establishes the galvanic junction 
of dissimilar metals that can cause corrosion once a droplet of water forms on the 
surface. The high surface area-to-volume ratio of the droplet allows a high dissolved 
oxygen concentration to obtain even once the reduction reaction begins consuming 
oxygen. As a result, the electrolyte near the cathode becomes alkaline while the 
electrolyte near the anode becomes more acidic. 

Many structural aircraft alloys, such as AA2024 and AA 7075, have stable, corrosion 

resistant oxides, like those found on titanium. However, corrosion damage is frequently 

seen in areas that are near galvanic contacts between the aluminum alloys and fasteners 

made of titanium or steel alloys. The fastener material, which is more noble than the 



aluminum, catalyzes a reduction reaction from species present in the electrolyte and 

drives oxidation in the structural alloy, despite the protective oxide. 

The corrosion rate of the more active material is strongly influenced by, among other 
conditions such as the presence of aggressive anions, the amount of exposed surface area 

of the cathode and by the ability of the cathode to support a suitable reduction reaction, 

such as hydrogen evolution or oxygen reduction shown in Table 1. These two reduction 

reaction rates are themselves influenced by the concentrations of the reacting species in 

the electrolyte and by the catalytic properties of the material surface. In the case of the 

oxide on titanium, the oxide microstructure plays a critical role in determining the 
kinetics of the reduction reactions . 

The approach taken in this report for modeling the oxygen reduction reaction on 

amorphous Ti02 surfaces closely follows the approach of N0rskov et. al. 

( 10.1 021/jp04 7349j) by using electrochemical scaling relationships to determine the 

reaction overpotentials . For these calculations, the target calculation is an adsorbate 

binding energy fo r a mo lecule, M, bound to a surface defined as: 

DE= E([Surface_M])- E(Surface)- E(M) (6) 

Where £([Surface_ M]), E(Surface ), and E(M) represent the total energies of the surface 

model with the bound adsorbate, the clean surface, and the non-interacting adsorbate, 

respectively. Statistical thermodynamic approximations can be used to incorporate zero­

point vibrational energies as well as enthalpic and entropic energy contributions to 

approximate Gibbs or Helmholtz free energies at finite temperatures as well. Our 

approach will utilize an amorphous Ti02 surface utilizing periodic boundary conditions 

to simulate an extended Ti02 surface. 

Background: 

The program was designed to address the following key tasks : 

Task 1: 
Generate an atomic scale amorphous TiOz surface that would be expected to form under 

long term exposure to maritime conditions 

Task 2: 



Predict ORR reaction energetics on inorganic oxide coating materials for improved 

understanding of fundamental reaction mechanisms that result in corrosion 

Task 3: 

Determine which dopant atoms are likely to cause a reduction in the cathodic kinetics. 
Theoretical frameworks have been calculated for hydrogen evolution reactions focused 

on hydrogen adsorption and oxygen reduction. Our theoretical approach is to extend 
these free energy based models to titanium based amorphous oxides with the focus on 

maximizing the band gap. 

Figure 1: An example plot of overpotential vs. the binding energy for 0* and OH* for 
certain metal oxides. In this work, the approach is to start with oxide compositions near 
the base of the triangle. 



Activities and Accomplishments 

Creating an Amorphous Surface with Computational Tools 

We created a model amorphous Ti02 surface by annealing a rutile 100 slab at 
1000 K using ReaxFF as employed in LAMMPS. We used the force field created by Kim 
et. al. (DOl: 10.1 021/la4006983) as it is specifically parameterized to model bulk Ti02. 
We tested various slab sizes by varying the number of primitive unit cells along the x and 
y in the original rutile 100 slab. Figure 2 shows the Ti-Ti pair radial distribution function 
appears approximately converged by the 3x3 unit cell slab. 
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Figure 2. A comparison of the Ti-Ti pair radial distribution functions for various sizes of 
annealed Ti02 slabs. The labels refer to the number of primitive rutile unit cells on each 
side of the slab prior to annealing. 

We then relaxed the ReaxFF annealed structures using the Vienna ab initio 
simulation package (V ASP) . These calculations used the PBE exchange correlation 

functional, PAW psuedopotentials, energy cutoffs of 450 eV, and a 2x2xl kpoint grid. 
We found that these energy cutoffs and kpoint grids gave well converged oxygen 
vacancy formation energies. The V ASP relaxed structure has Ti-Ti, Ti-0, and 0-0 radial 

distribution functions that match experimental RDF data more closely than the ReaxFF 
annealed structures (Figure 3). As such, this surface is a suitable model for a real 

amorphous Ti02 surface. 
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Figure 3. Comparing the Ti-Ti, Ti-0, and 0-0 radial distribution functions from ReaxFF 
annealed and V ASP relaxed amorphous Ti02 structures to experimental data 
(1 0.1 016/S0022-3093(98)00418-9). 

Modeled Two Possible ORR Mechanisms 

We modeled two possible ORR mechanisms as proposed in Figure 4. The sites for 
these reactions can take place on the amorphous Ti02 surface are highlighted in Figure 5. 



Figure 4. Proposed ORR mechanisms. A) Involves reaction intermediates adsorbed in a 
surface 0 vacancy, b) involves reaction intermediates adsorbed to the top of a surface Ti 
site. 
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Figure 5. The amorphous Ti02 surface used. A) Highlights an 0 2 adsorbed into a surface 
0 vacancy (Figure 4a, structure 1 ), B) highlights a surface Ti site for mechanism b 
(Figure 4b, structure 0). 

Findings and Conclusions 

Figure 6 shows that the first three steps in the vacancy reaction mechanism (Figure 
4a) are ~7 eV downhill in energy, but there is a significant barrier (> 1.5 eV) to regenerate 

the vacancy site . This sugges:s that the vacancy sites are quickly replenished with oxygen 

atoms, but the vacancy sites are not easily regenerated. This barrier to regenerate the 

active site suggests that this is not the primary mechanism for ORR on amorphous Ti02 

surfaces. 
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Figure 6. The relative energetics for the vacancy mechanism i:n Figure 4a with an applied 
potential of 0 V vs RHE. 



The surface ORR mechanism (Figure 4b) is more feasib le and our calculations 

predict that ORR on amorphous Ti02 occurs with an overpotential of ~0.45 V vs RHE. 
Figure 7 shows that the energetics of the surface ORR intermediates can vary by up to ~ 1 

eV on different surface Ti sites. Site 4 has the lowest over potential (0.45 eV) of the sites 

that we identified and is therefore considered as the most reactive site in later 

calculations. 
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Figure 7. Relative energetics for the surface ORR mechanism shown in Figure 4b. The 
sites are labeled according to the proposed mechanism in Figure 4b. The relative 
energetics are displayed at a) 0 V vs RHE, b) 0.78 V vs RHE, and c) 1.23 V vs RHE. The 



reaction over potential dictated by the most energetically uphill reaction step at U = 1.23 
VvsRHE. 

We studied *OOH, *0, *OH adsorbed to the surface for a variety of metal 
dopants on site 4. To determine the impact of dopants, the Ti atom at site 4 was replaced 

with the dopant of interest, and we relaxed the structure of each ORR intermediate on the 

resu lting surface. This assumes both that the dopant will be most effective if the 

intermediates directly adsorb to it and that limiting the reaction at the most reactive site 

will limit ORR activity. Plotting the *OOH and *OH energies (Figure 8) shows that there 

is a scaling relationship between these two intermediates that can be used to create a 

volcano plot. 
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Figure 8. The scaling relationship between the energy of *OOH and *OH bound to the 
surface for all of the dopants tested . This relationship is used to create the volcano plot in 
Figure 9 and Figure 11 . 

We considered dopants at site 4 (the most reactive site) and several dopants on 
site 5 (the originally least reactive site). Several key insights can be learned from 

comparing the dopant effects at these two reaction sites. First, dopants that destabilize the 

ORR intermediates on the amorphous Ti02 surfaces will hinder ORR activity on any site . 

When we compare site 4 and 5, we can clearly see that the dopants that destabilize the 

intermediate (increasing the *OH energy) increase the reaction overpotential (and 

decrease reactivity) for both sites. 
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Figure 9. Compares the negative of the reaction overpotential against the *OH energy. 
This produces a volcano plot for ORR on a doped amorphous Ti02 surface. Site 4 is the 
most active site without metal dopants. Site 5 shows how the reaction overpotential varies 
with reaction site. 

The effect of dopants that stabilize the ORR intermediates are not as easily 

determined. Considering other reaction sites shows that these dopants could result in a 

smaller overpotential and increased ORR activity. In the case of niobium, the Nb doped 

site 5 has a lower overpotential than undoped site 4. This is consistent with other reports 

that Nb doped Ti02 has increased ORR activity. This effect is illustrated in Figure 10 by 

comparing the relative energetics at site 4 and 5 at an applied potential= 1.23 V vs RHE. 

Figure I 0 shows that dopants may not have a uniform effect on the intermediate 

energies. For example: 

1. AI and Co destabilize *OOH and *OH. The resulting uphill reaction to reach 

these states for dopants with similar behavior will increase the overpotential of 

any considered reaction site. 

2. Sn stabilizes *OOH/*OH and destabilizes *0. The resulting uphill reaction to 

reach *0 will increase the overpotential on any reaction site for dopants with 

similar effects. 

3. Nb stabilizes all the intermediates, but results in similar *0/*0H energies at the 
equilibrium potential. This creates an energy well for site 4 (Figure lOa) and 

results in a larger overpotential. But considering these dopants at site 5 (Figure 
1 Ob) shows that the dopant stabilizes the intermediates with the effect of 

decreasing the reaction overpotential. This suggests the variety of available 



surface sites could produce a smaller overpotential for that dopants that determine 

their overpotential from the *OH to * reaction step. 
4. Cr stabi lizes all ofthe intermediates, but results in a *0 with a significantly lower 

energy than *OH at the equilibrium potential. Dopants with similar effects to Cr 

are limited by the *0 to *OH step, which does not appear to significantly vary 

across the considered reaction sites . 

As a result, dopants that determine their reaction overpotential from the *OH to * step 

might result in an increase in ORR activity. The overpotential for dopants similar to 
Sn and Cr are determined by intermediates whose relative energy remains relatively 

constant with different reaction sites. This produces overpotentials that may not scale 

well on vo lcano plots that use the energy of *OOH/*OH as a descriptor. 
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Figure I 0. Highlighting how dopants influence the thermodynamic energies at different 
binding sites at an applied potential = 1.23 V vs RHE. A) the site with the lowest 
identified reaction overpotential, b) the site with the highest identified overpotential. 

The revised volcano plot in Figure II color codes these different dopant types. 
While the blue dopants effect may vary at different surface sites, the dopants that fall on 
the right slope should always hinder the reaction kinetics by destabilizing intermediates. 
Blue dopants on the left slope have the potential to increase reaction kinetics at certain 
surface sites as we previously showed with Nb. The red and purple dopants (Sn, Ni, V, 
Cr, Tc, Mo) should prompt a decrease in ORR activity at all surface sites because their 
overpotentials result from reactions steps whose energetics do not significantly vary with 
surface site. 
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Figure 11. The volcano plot resulting from plotting the negative of the reaction over 
potential against the *OH energy. The over potential for blue data points is dictated by 
destabilization/stabilization of *OOH/*OH Red data points correspond to dopants that 
increase the reaction overpotential by destabilizing the *0 intermediate opposed to those 
that stabilize/destabilize *OOH/*OH. Purple data points correspond to dopants that cause 
an uphill *0 to *OH reaction step. 

Our prediction that Co, Sn, and Cr will have lower ORR activity than pure Ti02 is 

consistent with the previous experimental report. Fine tuning our model to predict the 

correct relative magnitude of the decrease in ORR activity would require future work to 

analyze the impact of each elementary reaction step on the overall ORR process. 

Currently, we predict that any dopant that destabilizes the intermediates (1'1G•oH > 1 eV) 

will hinder ORR kinetics. While we also believe that certain dopants with 1'1G·oH < 1 eV 
can reduce ORR reaction rates (V, Sn, Cr, Mo) more work is required to completely 

understand the impact of these dopants. 



Plans and Upcoming Events 

The next steps in this research program are : 

Meeting with NRL collaborators in Spring 2016 

Presentation of results at the Fall ACS meeting in Philadelphia 
Submit first journal publication (Summer 2016) 

Recommendations for Future Work: 
1. Incorporating the effects of explicit surface-solvent interactions is missing from 

this work. While these effects could be accounted for by including corrections 
from continuum solvation models, explicitly including these interactions would 

increase the accuracy of our predictions. 
2. Studying the impact of each elementary reaction step on the overall ORR process 

with a microkinetic model that combines experimental data and computationally 
studying the dopants at different surface sites. 
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